Republ i c of Indonesia - Mnistry of Transportati on
Drectorate Gneral of Gvil Aviation

Ai rwort hi ness Directive
This Airworthniess Directi ve (AD) is issued by DGCAin accordance with the requirenents of CARS Part 39. ADs effect aviation
safety and are requl ati ons which require i mediate attention. Part 39 of CASR i s anended by addi ng the foll owi ng new AD No Per son
may oper ate a product to which an AD applies except in accordance with the requirements o7that AD.
NOTE : A ferry flight permit to fly the aircraft to a location where the requirements of this directive can be aconpl i shed, may be
granted by applica0o2;to DGCA. Report and inquiring concerning t his AD shoul d be addressed to the DGCA. Alternative nmeans of
conpliance with this directive nay be used only if approved by the Director General.
DAO FARM 39- 02
NMVBER:  18-04-016 DATE GFISSLE 23 Apri 12018
APPLICAB LI TY:
Al Viking Air Limted (formerly Bombardier Inc.) nodel DHC-2 M. | aeroplanes incorporati ng the 5600
I'b gross weight increase kit instal led in accordance with Suppfenmental Type Certificate (STC) SA92-63 or
SA0029NY w th float strut wre pul | fittings VALTBSI245 1/- 2 and/or VALTBSL244-1.
REFERENE:
G 2018-10
S.BJECT/ DES(R P11 ON

ATA53 - Fuselage - Cracking of Forvard and At Wre Rull FH ttings

Cracks have been reported on the Forward and Aft float strut 'wire pull fittings on DHC-2 M. |
aer opl anes equi pped with the 5600 1b gross weight increase kit instaled in accordance wth STC SA92-63
or SA00299NY. An investigation found that the forward and aft wre pull fittings (P N VATBS1245 1/ -
2 and P/ N VALTBS1244-1, respectively) are prone to stress corrosion cracking at | ow cycl es/ hours.
Failure of these wire pul fittings wi Ll reduce the strength of the fl oat undercarriage belowthe required
structural capability and could result in a failure of the undercarriage causingthe aeroplanetotip over and
be subnerged. Therefore this ADrequires that the forward and afi wre pull fittings be replaced with PI' N
VALTBS1245-3/-4 and P/N VALTBS1244-3/ -4 (LH/RH) fittings respecti vely. These fittings are
geonetrically simlar tothe legacy fittings and are made of a different aluminumalloy that is |ess
susceptibl e t o stress corrosion cracking. I nadditionto replacing the fittings, it i s necessary to inplenent a
recurring visua inspection of the fittings to assure conti nuing ai rwort hi ness.
COWPLI ANCE
As i ndi cated above, unless al ready acconplished
ACGOMPLI SHVENT:
Performs requi red acti on as specified i n accordance wth reference AD
EFFECTI \E DATE: 24 April 2018
NOTE: ,
~
On he{hal f. of Drector General of Qvil Aviation
\
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JOHANNI S TANKKE /'
Acting Drector of Arwrthiness and Arcrafi Operations



